
TEST REPORT

Item No. 6202 ZZ Supplier Date 2025/08/18

I.D. Φ15 O.D. Φ35 Width 11 R 0.6 min

Grease：  Super N  355 QTY：10PCS Grade：P6  Z4V4 N.W.：0.04265kg

Test Item
Standard (um) Measured Value  (um)

Size Tolerance 1 2 3 4 5 6 7 8 9 10

Hardness（HRC) 60～65

Inner 
Ring √ Inner 

Ring √ Inner 
Ring √ Inner 

Ring √ Inner 
Ring √

Outer 
Ring √ Outer 

Ring √ Outer 
Ring √ Outer 

Ring √ Outer 
Ring √

Metallographic Analysis 1～4 level

Inner 
Ring √ Inner 

Ring √ Inner 
Ring √ Inner 

Ring √ Inner 
Ring √

Outer 
Ring √ Outer 

Ring √ Outer 
Ring √ Outer 

Ring √ Outer 
Ring √

Inner Diameter (Δdmp) Φ15mm 0～-7 -6 -3 -2 -6 -4 -6 -5 -2 -4 -4 

Vdmp ≤5 1 1 3 2 1 1 3 2 1 3 

Vdp ≤5 2 3 2 3 3 1 2 2 1 2 

O.D. of Inner Ring 21.60mm ±2.5 1 0 0 0 -1 -1 0 1 0 0 

Outer Diameter (ΔDmp) Φ35mm 0～-9 -5 -4 -4 -2 -2 -1 -2 -4 -3 -3 

VDmp ≤7 3 3 3 2 3 3 2 2 4 1 

VDp ≤13 3 2 3 2 2 3 3 2 3 3 

I.D. of Outer Ring 29.45mm ±30 15 13 -10 9 20 15 -10 10 12 15 

ΔBs 11mm 0～-120 -22 -16 -35 -15 -34 -23 -39 -33 -27 -35 

ΔCs 11mm 0～-120 -16 -19 -29 -18 -32 -19 -15 -36 -12 -10 

VBs ≤20 2 1 1 3 2 2 2 2 1 2 

VCs ≤20 1 1 2 2 3 1 1 1 1 2 

Ball 8×5.953mm √ √ √ √ √ √ √ √ √ √

Radical Clearance  8～15 10 11 10 13 9 10 9 11 9 11 

Vibration

L(μm/s) ≤45 40 42 40 38 43 40 40 41 38 40 

M(μm/s) ≤20 12 12 12 10 11 10 13 12 12 11 

H(μm/s) ≤20 8 8 9 7 8 7 8 7 8 8 

dB ≤30 26 25 26 27 26 27 27 28 26 25 

Surface Roundness    
Ra(um) 0.32 0.32 0.32 0.32 0.32 0.32 0.32 0.32 0.32 0.32 0.32 

Rotation Smoothness √ √ √ √ √ √ √ √ √ √

Appearance No Grinding Burn, No 
Rust, No black Spot, etc √ √ √ √ √ √ √ √ √ √

Cage
No Brinelling, No Rivet 

Inclination, No Rivet 
Lossen、No Rust, etc

√ √ √ √ √ √ √ √ √ √

Inside Package               Plastic Tube ☑ Single Packing □ Other：

Result Qualified Product Check：Zou Chao


